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Technical data

ceramic split tiles

Dimentions (Size)
Density
Weigh of tile

W/ segment 1x0.5m to 3x0.5m

Beam strength

Water Absorption
Scrach hardness to Mohs
Elastic Module

Thermal Expantion coefiicient

Chemical resistance (H,S0, to NaOH)

Clay epoxy
240x115x15 mm
2.3 g/cm?
052 ¢
16 kg to 50 kg
25 N/mm
3 %
v
50 000 N/mm?*
6.5x10~ I/K

2.3 g/cm’

70 N/mm

23 000N/mm?
4.0x10 -~ /K

No change OK for ph 2-13
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